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PART 1 ‐ GENERAL 
 
1.01  INTRODUCTION 
 

A. This is a guideline on the Owner’s minimum standards for: 
1. Masonry           Division 04 
2. Copings           Division 04 or 07 
3. Cavity wall flashings & sealants     Division 07 
4. Shingle roofs         Division 07 
5. Metal roof panels         Division 07 
6. Modified bituminous membrane roofing  Division 07 
7. Elastomeric membrane roofing     Division 07 

 
B. This is not a specification, and should not be inserted as‐is into specifications. It is provided in a specification 

format in order to facilitate its use by the Designer. Designers should translate requirements consistent with this 
guideline into their specifications. 

 
1.02  QUALITY CONTROL IN ROOFING 
 

A. Products alone do not make a good roof.  A good roof requires: appropriate design; suitable materials (vapor 
retarders, insulation, fasteners, membranes, flashings, accessories, perimeter metal); an adequate budget; a 
qualified, well‐financed, trained applicator knowledgeable and experienced with the system specified; field 
quality assurance; and a solid relationship between manufacturer and applicator. 
 

B. Minimum degree of experience for a qualified roofing installer should be specified. 
 

C. The roofing installer, whether the contractor or a subcontractor, and the manufacturer shall work together and 
be considered as one and the same certifying and providing: 

1. Roofing products for the purpose of designing, developing and marketing a complete roofing system. 
2. Recommendations, specifications, and details for the roofing system 
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5. A comprehensive list of references indicating name, location, address, phone number approximate number 
of square feet and name of architect and or owner of the project. 

6. Certification that the company has been manufacturing the product for 5 years or more. 
 
PART 2 ‐ PRODUCTS 
 
2.01  COPINGS 
 

A. Pre‐cast concrete and cast stone copings shall not be used. 
 

B. Manufactured metal systems are preferred. 
1. System shall allow for thermal expansion and have replaceable components. 
2. Materials may be coated steel or aluminum, stainless steel, or copper. 
3. Coating system shall have a 20 year warranty and be field repairable. 
4. Aluminum may be anodized. 
5. Stainless steel and copper may be mill finish. 
6. Use under plates and cover plates. 

 
2.02  MASONRY 
 

A. BRICK 
1. Avoid exposed CMU walls. Single‐wythe split‐face block walls usually allow water into the building and 

coatings are a temporary solution. 
2. Pick a brick with a good track record in Tennessee. 
3. Brick shall be made from fire clay, shale or a mixture of the two.  Brick shall be fired to comply with the 

Building Code and ASTM C216, Grade SW, Type FBS.  Brick shall be cored unless otherwise specified. 
4. Brick shall have been in service for a minimum of 5 years on more than one building in Tennessee without 

deterioration, efflorescence, delamination, or spalling. 
5. Exercise care when selecting white, gray, yellow, tan or other light‐colored bricks. These have performed 

poorly in Tennessee when exposed to moisture absorption and freeze/thaw action. 
6. Provide vendors with size, color, shade blend and texture desired. 
7. 
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6. If a stainless steel drip edge is not used: 
a. an  asphalt‐based  material  is  not  acceptable  because  of  UV  sensitivity  and  the  normal configuration 

of asphalt‐based materials being held back a half inch from the brick face to prevent drooling; 
b. asphalt  coated  copper  fabric  is  not  acceptable  because  of  the  inability  to  properly  seal longitudinal 

joints and make water‐tight end dams; and, 
c. EPDM or reinforced 40 mil non‐asphalt based peel‐and‐stick through‐wall flashing material with pre‐

molded end dams and inside/outside corners should be used. 
 
2.03  ROOFING 
 

A. The following roofing products are preferred, though other types can be submitted for evaluation with 
information and recommendations: 

1. Shingles or metal on adequately sloped roof befitting the overall building design; 
2. Fully adhered 60 mil non‐reinforced EPDM single membrane roof system; 
3. Mechanically fastened 60 mil reinforced EPDM single membrane roof system; or, 
4. Modified Bitumen Roof System (base sheet and granular cap sheet). 

 
PART 3 ‐ EXECUTION 
 
3.01  COPINGS 
 

A. Copings shall slope towards the roof and comply with ES‐1 



 
 

 
 

BUILDING ENVELOPE DESIGN GUIDELINES
APPENDIX 3 

Posted in PDF format 
August2018 TTU CPP page 4 of 6 

Building Envelope Design Guidelines 
Appendix 3 π 4 

4. Steel lintels over openings greater than 42” wide shall be free to move laterally on one side. 
 

C. BRICK 
No chemical or harsh physical cleaning will be permitted as this can open pores of material. 

 
D. MORTAR 

Joints shall be tooled.  Struck and Raked joints are not recommended. 
 

E. CAVITY SPACE 
1. All cavities shall be kept clean and free of mortar.  Use 2” cavities when possible. 
2. As the exterior veneer is laid, provide temporary wood or foam strips resting on the veneer ties to catch 

mortar droppings.  As the wall is laid up, carefully remove the temporary strips and mortar in the cavity. 
3. Dove tail mortar  ��u p ,in  of pores吲‱呦ਮ㈲㐠〠呄ਮ〰ㄹ㕨攀
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5. Through‐wall flashings shall be run continuous through control joints.  Provide for expansion by lapping 
sections a minimum of 6 inches and  ENVELOPE




